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摘  要
本论文研究了在不同衬底对CdS薄膜的性能的影响。本实验采用光滑玻璃，毛玻璃，硅片和导电玻璃作为衬底，用化学沉积法制备出在不同衬底上沉积的CdS薄膜，并通过……



关键词：化学沉积法，薄膜













[bookmark: _Toc117162801]

[bookmark: _Toc23103]
EFFECT OF SUBSTRATE **************
[bookmark: _Toc6092]**************
Student: Zhang Shan   Advisor: Li Si
College of Science
Zhejiang University of Technology

[bookmark: _Toc10472934]ABSTRACT
In this paper, it is proposed that the properties of CdS films will be affected by the deposition of CdS films on different substrates. This experiment adopts the smooth glass, frosted glass, silicon and the conductive glass as substrate, ……
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太阳能电池对于解决未来能源紧缺的问题有很大帮助，它根据光伏效应工作，·······。硫化镉（CdS）膜因为它们直接的2.42 eV的光学带隙和光学透过率高，·······，并且广泛的应用于·······[1-3]。硫化镉（CdS）被认为是最有·······[4]。制备CdS材料的方法有很多，可采用·······
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溶液的温度、浓度、以及pH值都会·······。形成的晶体颗粒大小与晶体表面粗糙程度有所差异，同时CdS薄膜的厚度也会不同。通过不断调整·······。
·······
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本实验是采用化学浴沉积法，基于·······。在加热的碱性水溶液中,通过乙酸镉(Cd(CH3COO)2)，硫脲((NH2)2CS)，·······缓冲剂反应生成·······。
制备·······的主要的化学反应如下所示[5]： 

                                                                (2.1)
其中，Cd2+来源于乙酸镉(Cd(CH3COO)2)，硫脲在碱性介质中通过水解提供S2-：

                              (2.2)
···                                                                (2.3)
生成的络合物和硫化物离子会迁移到衬底表面，在那里它们反应形成CdS，附着在衬底上面:
···                                                                (2.4)
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[bookmark: _Toc2724][bookmark: _Toc23891][bookmark: _Toc23141][bookmark: _Toc22532][bookmark: _Toc117162812][bookmark: _Toc23705][bookmark: _Hlk72858877]2.2.1 实验******准备
在此实验过程中，我们使用的·······
·······
[bookmark: _Toc12116][bookmark: _Toc31069][bookmark: _Toc5226][bookmark: _Toc30149][bookmark: _Toc15911][bookmark: _Toc117162813]2.2.2 ******
由衬底分别选用光滑玻璃，毛玻璃，硅片和导电玻璃，衬底大小约4cm×4cm，·······。
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（i）分别称取浓度为2×10-3mol/l的·······。
（ii）向烧杯中加入·······。
（iii）将清洁过后的衬底·······。
（iv）继续称取浓度为·······。
[bookmark: _Toc117162815][bookmark: _Toc15277]2.2.4 ******
·······
[bookmark: _Toc117162816][bookmark: _Toc30178]2.2.5 ******
[bookmark: _Toc117162817]·······
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[bookmark: _Toc117162818][bookmark: _Toc22583]2.3.1 宏观******
·······，如图2-1所示，·······
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[bookmark: _Toc117164297]图2-1  不同衬底制备的CdS宏观样貌
Figure 2-1  The morphology of CdS base on different substrate
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[bookmark: _Toc18686][bookmark: _Toc117162823]3.1.1 ******曲线分析
[bookmark: _Hlk73004971][bookmark: _Hlk72962379]对于·······，我们利用数据库模拟出的·······分别如图3-1（a）和图3-1（b）所示：
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[bookmark: _Toc117164298]图3-1  不同衬底制备CdS的（a）模拟透射率曲线和（b）测试透射率曲线[6]
Figure 3-1  The (a) stimulated and (b)measured transmittance pattern of CdS base on different substrates[6]
 
[bookmark: _Hlk72954015]从图3-1（a）和从图3-1（b）中可以看出，…… 

[bookmark: _Toc12672][bookmark: _Toc117162824]3.1.2 ******厚度拟合
[bookmark: _Hlk72839499][bookmark: _Hlk72839366]处理数据时，我们利用·······关系如表3-1和图3-2所示：
[bookmark: _Toc117164292]表3-1  不同厚度CdS透射率曲线的拟合误差数据
Table 3-1  The stimulation error data of transmittance pattern for CdS with different thickness
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[bookmark: _Toc117164299]图3-2  不同厚度CdS透射率曲线的拟合误差曲线
Figure 3-2  The stimulation error pattern of transmittance pattern for CdS with different thickness

[bookmark: _Toc117162825][bookmark: _Toc29659]3.2 ******
[bookmark: _Toc117162826][bookmark: _Toc26710]3.2.1 ******曲线分析
·······
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·······
[bookmark: _Toc18527][bookmark: _Toc13704][bookmark: _Toc19799][bookmark: _Toc29668][bookmark: _Toc25121][bookmark: _Toc13912][bookmark: _Toc19660][bookmark: _Toc117162829]3.3 ******
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[bookmark: _Toc21535][bookmark: _Toc25899][bookmark: _Toc21956][bookmark: _Toc25059][bookmark: _Toc6590][bookmark: _Toc1518][bookmark: _Toc5632]第四章 ******
[bookmark: _Toc117162832][bookmark: _Toc4491]4.1 ******
在同种光滑玻璃作为衬底的条件下，不同沉积时间下·······光电流随时间变化曲线如图4-1所示：
[image: ]
[bookmark: _Toc117164302]图4-1  光电响应曲线
Figure 4-1  The photoelectric response curve

从图4-1中可以看出，在光照前后光电流发生了明显变化，·······
[bookmark: _Toc25340][bookmark: _Toc117162833]4.2 ******
·······
[bookmark: _Toc117162834][bookmark: _Toc29310]4.3 ******
·······
[bookmark: _Toc117162835][bookmark: _Toc5542]4.4 本章小结
·······
[bookmark: _Toc117162837]第五章 总结
在本章中，研究·······得出以下结论:
（1）·······。
（2）·······。
（3）·······。
（4）·······。
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